Cast Sj

1,800 | PDF 01-089-7244 Cr7C3 Chromium Carbide
4 ] PDF 01-079-5582 Cr23C6 Chromium Carbide
1700 PDF 04-004-8233 Cr3C2 Chromium Carbide
T | PDF 01-078-4940 Co3W3C Cobalt Tungsten Carbide
1,600 | PDF 04-007-2777 W4Co2C Tungsten Cobalt Carbide
’ | PDF 00-002-1198 Co4W2C Cobalt Tungsten Carbide
| PDF 00-022-0597 Co6W6C Cobalt Tungsten Carbide
1,500 PDF 01-081-3976 W10C03C4 tungsten cobalt carbide | Carbon Cobalt Tungsten
B PDF 04-004-2222 WCo3 Cobalt Tungsten
1,400+ PDF 04-004-2221 W6Co7 Cobalt Tungsten
T PDF 04-004-4639 Co2C Cobalt Carbide
1,300 | PDF 04-027-6667 Co3C Cobalt Carbide
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2Theta (Coupled TwoTheta/Theta) WL=1.54060



Commander Sample ID (Coupled TwoTheta/Theta)
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